
Customer Part Number:

Layer Quantity: Date:

Acc Rej1 Date Code V2 Flammability 94V-0 V3 UL Logo SW V4 Material FR-4 V5 Board Thickness V6 Color of Solder Mask V7 Color of Legend V8 Min. Conductor Width V9 Min. Conductor Space V10 Warpage & Twist V11 Copper Thickness V12 Min. PTH Cu Thickness V13 Gold Thickness V14 Inside Layer Cu Thickness V15 G/F Bevelling V

Item B. Electric Test Condition 1 Voltage 150V OK2 Insulation Resistance 10M OHM OK3 Continuity Resistance 20 OHM OK

Item C. Visual Inspection 1 Copper Pattern2 Solder Mask Integrity3 Legend Pattern Integrity4 Hole Quantity

Ispected By： LI-TZON LEE

SHING TECH CO.,LTD.
PCB Outgoing Inspection Report

Approved：CHING-YUAN LO

Reaults
Item A. Description ActualSpecification

94V-0

SW

FR-4

<=0.7%
0.8 MIL

150V Min.

OK

OK

2M OHM Min.

50 OHM Max.

OK

OK


